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ADOT approved test methods listed herein for materials testing laboratories 
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field sampling and testing procedures are performed, the appropriate valid 
Arizona Technical Testing Institute (ATTI) and/or American Concrete Institute 

(ACI) certification(s) are required.
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ACS ENGINEERING GROUP    550 EAST UNIVERSITY DR. 

  CONTACT:  JEFF DONKERSLEY    MESA, ARIZONA  85203 

  PHONE:  480‐968‐0190    LAB NUMBER: 110 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236,    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    238, 242, 245, 247, 248   

  AASHTO:  T19, T88, T89, T90, T176, T255, T265   

  ASTM:  D 4546   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

 ALON ASPHALT COMPANY – PHOENIX, AZ    1935 WEST McDOWELL ROAD 

  CONTACT:  MO RAHMAN    PHOENIX, ARIZONA  85009 

  PHONE:  602‐252‐3061    LAB NUMBER: 94 

ADOT APPROVED TEST METHODS 

   BITUMINOUS MATERIALS: 

    ARIZONA:  502, 504, 512 

    AASHTO:  R 28, T 48, T 49, T 51, T 59, T 201,  

      T 202,T 240, T 313, T 315 

    ASTM:  D 5, D 4402 

   

   

   

   

   

   

   

 ALPHA GEOTECHNICAL & MATERIALS, INC.    2504 WEST SOUTHERN AVE. 

  CONTACT:     ALF WOLD    TEMPE, ARIZONA  85282 

  PHONE:           602‐453‐3265    LAB NUMBER: 70 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 236, 242, 245,    ARIZONA:  406, 410, 415, 416, 417, 424 

    247, 248    AASHTO:  T 312 

  AASHTO:  T89, T90, T176, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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 AMEC FOSTER WHEELER    3630 EAST WIER AVENUE 

  CONTACT:  CLIFF METZ    PHOENIX, ARIZONA  85040 

  PHONE:  602‐453‐1253    LAB NUMBER: 23 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 205, 210,  211, 212, 225, 227, 233, 236, 
  ARIZONA:  406, 410, 411, 415, 416, 417, 421, 424, 427,  
    428 

    238, 242, 245, 247, 248, 249    AASHTO:  T 312 

  AASHTO:  T 19, T 88, T 89, T 90, T 96, T 176,   

    T 190, T 208, T 216, T 255, T 265   ASPHALTIC CONCRETE MIX DESIGN: 

  ASTM:  D 4546, D 4791, D7012    ARIZONA:  802, 806, 815, 832, 833 

    AASHTO:  T 283 

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   BITUMINOUS MATERIALS: 

    ARIZONA:  502, 504, 512 

    AASHTO:  R28, T44, T48, T49, T50, T51, T53, T55, T59, 

      T78, T201, T 202, T228, T 240, T301, T 313, 

      T 314, T 315, T316 

    ASTM:  D 5, D 36, D 4402 

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

DOUGLAS HANSON 

   

   

   

   

   

   

   

   

   

   

 ATC GROUP SERVICES, INC. DBA CARDNO ATC  9185 SOUTH FARMER AVENUE, SUITE 111 

  CONTACT:  D. J. PETERS  TEMPE, ARIZONA  85284 

  PHONE:  480‐894‐2056    LAB NUMBER: 80 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 242    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    245, 247, 248    AASHTO:  T 312 

AASHTO:  T 19, T 88, T 89, T 90, T96, T 176,   

    T 255, T 265   ASPHALTIC CONCRETE MIX DESIGN: 

  ASTM:  D 4791    ARIZONA:  802, 806, 815, 832 

    AASHTO:  T 283 

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

PETER RUPAL 
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ATEK ENGINEERING CONSULTANTS, LLC    111 SOUTH WEBER DR. SUITE 1 

  CONTACT:   ARMANDO ORTEGA    CHANDLER, ARIZONA  85226 

  PHONE:  602‐999‐0329    LAB NUMBER: 121 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236,    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    242, 245, 247, 248   

  AASHTO:  T 19, T88, T 89, T 90, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

 ATL, INC. (PHOENIX)    2921 NORTH 30TH AVENUE 

  CONTACT:  FRANK RIVERA    PHOENIX, ARIZONA  85017 

  PHONE:  602‐241‐1097    LAB NUMBER: 44 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 240,    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T 312 

  AASHTO:  T 19, T 89, T 90, T 96, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

 ATL, INC. (TUCSON)    4455 S. PARK AVE. SUITE 108 

  CONTACT:  FRANK RIVERA    TUCSON, ARIZONA  85714 

  PHONE:  520‐623‐4547    LAB NUMBER: 99 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 242,    ARIZONA:  406, 410, 415, 416, 421, 424, 427 

    245, 247, 248. 249   

  AASHTO:  T 19, T 89, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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 CASS CURA    4211 EAST ELWOOD SUITE 6 

  CONTACT:  JOE CASS    PHOENIX, ARIZONA  85040 

  PHONE:  602‐799‐2446    LAB NUMBER: 124 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 240, 242,    ARIZONA:  406, 410, 415, 416, 421, 424, 427, 428 

    245, 247, 248    AASHTO:  T 312 

  AASHTO:  T 19, T 89, T 90, T 176, T248, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

 CEMEX MATERIALS    3640 SOUTH 19th AVENUE 

  CONTACT:  JAROM  BRIMHALL    PHOENIX, ARIZONA  85009 

  PHONE:  602‐809‐1381    LAB NUMBER: 45 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   

  ARIZONA:  201, 210, 211, 212, 233, 236, 238,   

    242, 247, 248   

  AASHTO:  T 19, T 89, T 90, T 96, T 176, T 255   

  ASTM:  D 4791   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

 CITY OF PHOENIX MATERIALS SECTION    1034 EAST MADISON 

  CONTACT:  ANDREA LYNCH    PHOENIX, ARIZONA  85034 

  PHONE:  602‐495‐2070    LAB NUMBER: 37 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 242, 245,    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    247, 248   

  AASHTO:  T 19, T88, T 89, T 90, T 176, T190,   BITUMINOUS MATERIALS: 

  T 255, T 265    AASHTO:  T 49 

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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 CONFORMATECH, INC.    1425 EAST APACHE PARK PLACE 

  CONTACT:  BRIAN LASHAM    TUCSON, ARIZONA  85714 

  PHONE:  520‐573‐2045    LAB NUMBER: 12 

ADOT APPROVED TEST METHODS 

SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 238,  
    242,245, 247, 248 

  ARIZONA:  406, 410, 415, 416, 417, 424, 427 

  AASHTO:  T 19, T 89, T 90, T 176, T255, T265   

   

PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   
   

 CONSTRUCTION MATERIALS TECHNOLOGIES, INC.    3834 EAST WIER AVENUE #7 

  CONTACT:  RANDY JACKOVICH    PHOENIX, ARIZONA  85040 

  PHONE:  602‐454‐6347    LAB NUMBER: 115 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 242, 245, 247    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

  AASHTO:  T 19, T 88, T 89, T 90, T 176, T 255, T 265    AASHTO:  T 312 

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   
   
   
   

 EDAIS GEOTECHNICAL TESTING    3075 SOUTH AVENUE 4E 

  CONTACT:  JUAN A. LE ROY    YUMA, ARIZONA  85365 

  PHONE:  520‐573‐2045    LAB NUMBER: 114 

ADOT APPROVED TEST METHODS 

 PORTLAND CEMENT CONCRETE:    

  ARIZONA:  314   

   

   
   
   
   

 ENGINEERING & TESTING CONSULTANTS, INC.    417 N. ARIZONA AVE. 

  CONTACT:  MICHAEL WILSON    PRESCOTT, ARIZONA 86301 

  PHONE:  928‐778‐9001    LAB NUMBER: 11 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236,    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    242, 245, 247, 248   

  AASHTO:  T19, T 89, T 90, T 96, T 176, T 255, T 265   
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 EPSILON ENGINEERING & MATERIAL, LLC    13765 W. AUTO RD. SUITE 119 

  CONTACT:  MAHDI SADEK    GOODYEAR, ARIZONA  85338 

  PHONE:  623‐882‐9928    LAB NUMBER: 123 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 242, 245, 247    ARIZONA:  406, 410, 415, 416, 417, 424 

  AASHTO:  T 89, T 90, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   
   
   
   
   
   
   
   
   
   

 ERGON ASPHALT & EMULSION    6940 W. CHANDLER BLVD. 

  CONTACT:  EDWARD OSWALD    CHANDLER, ARIZONA 85226 

  PHONE:  480‐785‐2538    LAB NUMBER: 113 

ADOT APPROVED TEST METHODS 

   BITUMINOUS MATERIALS: 

    ARIZONA:  502, 504, 512 

    AASHTO:  R 28, T 48, T 49, T 51, T 53, T 59, T 201,  

      T 202,T 240, T 301, T 313, T 315 

   

   
   
   
   
   
   
   
   
   
   
   

 ERGON ASPHALT PRODUCTS, INC.    3901 WEST PONDEROSA WAY 

  CONTACT:  JOEL SHEALEY    LAS VEGAS, NEVADA 89118 

  PHONE:  480‐505‐8088    LAB NUMBER: 117 

ADOT APPROVED TEST METHODS 

   BITUMINOUS MATERIALS: 

    ARIZONA:  502, 504, 512 

    AASHTO:  R 28, T 48, T 49, T 51, T 53, T 59, T 201,  

      T 202,T 240, T 301, T 313, T 315 

   

   



ADOT DIRECTORY OF APPROVED MATERIALS TESTING LABORATORIES 
(May 22, 2015) 

 

Page 8 

   

FISHER SAND & GRAVEL CO. dba SOUTHWEST ASPHALT    1302 WEST DRIVERS WAY 

  CONTACT:  AUSTIN BOLZE    TEMPE, ARIZONA  85284 

  PHONE:  480‐730‐1033    LAB NUMBER: 100 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 237,    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    238, 242, 245, 246, 247, 248    AASHTO:  T 312 

  AASHTO:  T 19, T 89, T 90, T 176, T 255, T 265   

  ASTM:  D 4791   ASPHALTIC CONCRETE MIX DESIGN: 

    ARIZONA:  802, 806, 815 

 FISHER SAND & GRAVEL – NM, INC.  LAB NUMBER 119    AASHTO:  T 283 

 BITUMINOUS MATERIALS: (FISHER DESIGN ONLY)   

  AASHTO:  T 48, T 164, T 228, T 240, T 313, T 315,   

    T 316, T 319, R 28, R 29   

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

MIKE MOEHN 

   

   

   

   

   

 FNF CONSTRUCTION, INC.    115 SOUTH 48th STREET 

  CONTACT:  JIM BOGGIO    TEMPE, ARIZONA  85281 

  PHONE:  480‐784‐2910    LAB NUMBER: 93 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 242, 247, 248    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

  AASHTO:  T 89, T 90, T 176, T248, T255   

   

   

   

   

   

   

 GEOTECHNICAL TESTING & INSPECTIONS (GTI)    7855 EAST EVANS RD., SUITE C 
  CONTACT:  PETER FLEMING    SCOTTSDALE, ARIZONA  85260 
  PHONE:  480‐659‐6630    LAB NUMBER: 102 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 
  ARIZONA:  201, 210, 211, 212, 225, 227, 233,    ARIZONA:  406, 410, 415, 416, 417, 424, 427 
    236, 242, 245, 247, 248   
  AASHTO:  T 19, T 89, T 90, T 96, T 176, T 255,   
    T 265, T 297   
  ASTM:  D4791   
   
 PORTLAND CEMENT CONCRETE:   
  ARIZONA:  314   
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 GEOTECHNICAL TESTING SERVICES.    1044 EAST. 21ST STREET 

  CONTACT:  COURTNEY M. ARVISO    YUMA, ARIZONA  85365 

  PHONE:  928‐329‐4695    LAB NUMBER: 74 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 242,    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    245, 247, 248   

  AASHTO:  T 19, T 89, T 90, T 96 T 176,   

    T 255, T 265   

  ASTM:D 4791   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   
   
   
   

 GEOTEK, INC.    4810 SOUTH 40TH STREET, SUITE 3 

  CONTACT:  GARY SHEPPARD    PHOENIX, ARIZONA  85040 

  PHONE:  602‐300‐5129    LAB NUMBER: 107 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 242, 245, 247, 248    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

  AASHTO:  T 89, T 90, T 176, T 255, T 265   

   

   
   
   

 GRANITE CONSTRUCTION COMPANY. INC.    9301 S. SWAN ROAD 

  CONTACT:  BRIAN SINYANGWE    TUCSON, ARIZONA  85756 

  PHONE:  520‐237‐6313    LAB NUMBER: 38 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 240, 242,    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    245, 247, 248   

  AASHTO:  T 89, T 90, T 176,   

   

   
   
   

 HOLLY ASPHALT COMPANY    7110 WEST NORTHERN AVENUE 

  CONTACT:  TIMOTHY KRAMER    GLENDALE, ARIZONA 85303 

  PHONE:  623‐385‐3668    LAB NUMBER: 118 

ADOT APPROVED TEST METHODS 

   BITUMINOUS MATERIALS: 

    AASHTO:  R 28, T 48, T 49, T 51, T 53, T 202, T 228, 

      T 240, T 301, T 313, T 315, T 316 
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 HOQUE AND ASSOCIATES, INC.    4325 SOUTH 34TH STREET 

  CONTACT:  ENAMUL HOQUE    PHOENIX, AZ  85040 

  PHONE:  480‐921‐1368    LAB NUMBER: 69 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 226,     ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    227, 236, 242, 245, 247   

  AASHTO:  T88, T 89, T 90, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   
   
   
   
   
   

 KLEINFELDER, INC. (TEMPE)    1335 WEST AUTO DRIVE 

  CONTACT:  SANDRA LOHKAMP    TEMPE, ARIZONA  85284 

  PHONE:  480‐763‐1200    LAB NUMBER: 92 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 238,    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T 312 

  AASHTO:  T 19, T88, T 89, T 90, T 176, T190, T208,   

    T216, T 255, T 265   

  ASTM:  D 4546, D 4791   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

 LANDMARK TESTING AND ENGINEERING    795 EAST FACTORY DRIVE 

  CONTACT:  STEVE WELLS    ST. GEORGE, UTAH  84790 

  PHONE:  435‐986‐0566    LAB NUMBER: 78 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 212, 225, 227, 233, 236, 238, 245, 248    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

  AASHTO:  T 89, T 90, T 265    AASHTO:  T 312 

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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 MATERIALS TESTING & INSPECTION, LLC    544 6TH STREET, UNIT K 

  CONTACT:  CHRIS CONYERS    PRESCOTT, ARIZONA 86301 

  PHONE:  602‐435‐1027    LAB NUMBER: 122 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 237    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    238, 242, 245, 247, 248   

  AASHTO:  T 19, T 89, T 90, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

 MESQUITE MATERIAL TESTING, L.L.C.    752 WEST PIONEER BLVD. 

  CONTACT:  TRAVIS O. EATON    MESQUITE, NV 89027 

  PHONE:  702‐346‐2050    LAB NUMBER: 109 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   

  ARIZONA:  201, 210, 211, 212, 225, 227, 242,   

    245, 248   

  AASHTO:  T 89, T 90, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

 MRM CONSTRUCTION SERVICES, LLC    4806 S. 16th STREET 
  CONTACT:  STEPHAN C. OCHOA    PHOENIX, ARIZONA  85040 

  PHONE:  602‐340‐0378    LAB NUMBER: 22 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 237    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    242, 245, 247, 248   

  AASHTO:  T 19, T 88, T 89, T 90, T 176, T 255, T 265,   

    T297   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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 NEI GEOTECHNICAL    1851 W. 24TH STREET 

  CONTACT:  DONALD MURRIETTA    YUMA, ARIZONA  85364 

  PHONE:  928‐344‐8374    LAB NUMBER: 67 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 240,    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427, 428 

    242, 245, 247, 248   

  AASHTO:  T 89, T 90, T 176, T 255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

 NINYO & MOORE    3202 EAST HARBOUR DRIVE 

  CONTACT:  HUNTER GARRISON    PHOENIX, ARIZONA  85034 

  PHONE:  602‐243‐1600    LAB NUMBER: 91 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 205, 210, 211, 212, 225, 227, 233, 236,     ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    242, 245, 247, 248, 249    AASHTO:  T 312 

  AASHTO:  T 19, T 88, T 89, T 90, T 96, T 176, T 216,    

    T 255, T 265, T 297  ASPHALTIC CONCRETE MIX DESIGN: 

  ASTM:  D 4546    ARIZONA:  802, 806, 815, 832 

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

KIRSTIN TVEDTEN (PROVISIONAL) 

   

   

   

   

   

   

 PHOENIX NATIONAL LABORATORIES, INC.    2837 E. CHAMBERS ST. 

  CONTACT:  ALEX ZURAN    PHOENIX, ARIZONA  85040 

  PHONE:  602‐431‐8887    LAB NUMBER: 120 

ADOT APPROVED TEST METHODS 

 BEARING PADS:   

  ALL TESTING AS REQUIRED BY SECTION   

  1013 OF THE ADOT SPECIFICATIONS   
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 PIMA COUNTY DEPARTMENT OF TRANSPORTATION    1313 SOUTH MISSION ROAD 

  CONTACT:  JOHN NORTON    TUCSON, ARIZONA  85713 

  PHONE:  520‐740‐2637    LAB NUMBER: 28 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 237,    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    238, 242, 245, 247, 248    AASHTO:  T 312 

  AASHTO:  T 19, T88, T 89, T 90, T 96, T 176, T 255,   

    T 265   ASPHALTIC CONCRETE MIX DESIGN: 

    ARIZONA:  802, 806, 815 

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

 PROTEX  ‐ THE PT XPERTS    3206  SOUTH FAIR LANE 

  CONTACT:  JERALD GROSSARTH    TEMPE, ARIZONA  85282‐3120 

  PHONE:  602‐272‐7891    LAB NUMBER: 111 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 237    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    238, 242, 245, 247, 248   

  AASHTO:  T 19, T 89, T 90, T 176, T255, T 265   ASPHALTIC CONCRETE MIX DESIGN: 

    ARIZONA:  802, 806, 815, 832 

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

JOHN RITTER (PROVISIONAL) 

   

   

   

 QUALITY TESTING, LLC (TEMPE)    175 SOUTH HAMILTON PL. SUITE 114 

  CONTACT:  DOUG LATTIN    GILBERT, AZ  85233 

  PHONE:  480‐496‐2000    LAB NUMBER: 62 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 242,    ARIZONA:  406, 410, 411, 415, 416, 417, 421, 424, 427,  

    245, 247, 248      428 

  AASHTO:  T 19, T 89, T 90, T 176, T 255, T 265    AASHTO:  T 312 

  ASTM:  D 4546, D 4791   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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 RICKER, ATKINSON, McBEE & ASSOCIATES    2105 SOUTH HARDY DRIVE, SUITE 13 

  CONTACT:  SHAWN C. MORMAN    TEMPE, ARIZONA  85282 

  PHONE:  480‐921‐8100    LAB NUMBER: 94 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 236, 245, 246,    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    247   

  AASHTO:  T 19, T 88, T 89, T 90, T 176, T 216, T 255   

    T 265   

  ASTM:  D 4546   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

 SMITH & ANNALA ENGINEERING CO.    5861 SOUTH KYRENE ROAD, SUITE 5 

  CONTACT:  MICHAEL E. SMITH    TEMPE, ARIZONA  85283 

  PHONE:  602‐826‐7041    LAB NUMBER: 116 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 242    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    245, 247, 248   

  AASHTO:  T 88, T 89, T 90, T 176, T 255, T 265   BITUMINOUS MATERIALS: 

    ARIZONA:  512 

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

 SPEEDIE & ASSOCIATES, INC. (PHOENIX)    3331 EAST WOOD STREET 

  CONTACT:  DONALD CORNELISON    PHOENIX, ARIZONA  85040 

  PHONE:  602‐344‐4766    LAB NUMBER: 15 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 238,    ARIZONA:  406, 410, 411, 415, 416, 417, 421, 424, 427,  

      428 

    240, 242, 245, 247, 248, 249    AASHTO:  T 312 

  AASHTO:  T 19, T 88, T 89, T 90, T 96, T 176, T 190,   

    T 208, T 216, T 255, T 265   ASPHALTIC CONCRETE MIX DESIGN: 

  ASTM:  D 4546, D 4791    ARIZONA:  802, 806, 815, 832, 833 

    AASHTO:  T 283 

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   BITUMINOUS MATERIALS: 

    ARIZONA:  512 

    AASHTO:  T49, T53, T316 

    ASTM:  D5, D36, D4402, D5329 

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

GREGG A. CREASER, DONALD L. CORNELISON 
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 TERRACON (TEMPE)    4685 SOUTH ASH AVENUE, SUITE H4 

  CONTACT:  TIM W. ANDERSON    TEMPE, ARIZONA  85282 

  PHONE:  480‐897‐8200    LAB NUMBER: 95 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 238,    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    240, 242, 245, 247, 248, 249    AASHTO:  T 312 

  AASHTO:  T 19, T 89, T 90, T 96, T 176, T 255, T 265   

   ASPHALTIC CONCRETE MIX DESIGN: 

 PORTLAND CEMENT CONCRETE:    ARIZONA:  802, 806, 815, 832, 833 

  ARIZONA:  314   

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

Joseph A. Phillips 

   

   

   

   

   

 TERRACON CONSULTANTS, INC. (TUCSON)    355 SOUTH EUCLID AVENUE, SUITE 107 

  CONTACT:  JAMES D.  OBENAUF    TUCSON, AZ  85719 

  PHONE:  520‐770‐1789    LAB NUMBER: 8 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 242, 245,    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    248   

  AASHTO:  T 19, T 89, T 90, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

 THE CK GROUP    16448 NORTH 40TH STREET, SUITE A 

  CONTACT:  DAN JUNC    PHOENIX, ARIZONA 85032‐3337 

  PHONE:  602‐482‐5884    LAB NUMBER: 104 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 220, 221, 222, 225, 227,    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427 

    233, 236, 242, 245, 247, 248   

  AASHTO:  T 19, T 88, T 89, T 90, T 176, T 255, T 265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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 VULCAN MATERIALS COMPANY    11923 WEST INDIAN SCHOOL RD. 

  CONTACT:  PAUL PETROFF    AVONDALE, ARIZONA 85039 

  PHONE:  602‐903‐1144    LAB NUMBER: 65 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 237, 242,    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    245, 247, 248    AASHTO:  T 312 

  AASHTO:  T 19, T 89, T 90, T 96, T 176, T 255, T 265   

  ASTM:  D 4791   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

   

 VULCAN MATERIALS WEST BROADWAY LABORATORY    7845 WEST BROADWAY ROAD 

  CONTACT:  PAUL PETROFF    PHOENIX, ARIZONA 85043 

  PHONE:  602‐903‐1144    LAB NUMBER: 101 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 227, 233, 242, 247, 248    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

  AASHTO:  T 89, T 90, T 176, T 255    AASHTO:  T 312 

   

   ASPHALTIC CONCRETE MIX DESIGN: 

    ARIZONA:  802, 806, 815 

    AASHTO:  T 283 

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

BRAD PARKER (PROVISIONAL) 

   

   

   

   

   

   

   

WESTERN EMULSIONS INC.    3450 E. 36TH STREET 

  CONTACT:  JOHN TERAN    TUCSON, ARIZONA 85711 

  PHONE:  520‐429‐9276    LAB NUMBER: 40 

ADOT APPROVED TEST METHODS 

   BITUMINOUS MATERIALS: 

    ARIZONA:  504, 512 

    AASHTO:  T 49, T 50, T 51, T 53, T 59, T 202, T 301 
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 WESTERN TECHNOLOGIES,  INC. (PHOENIX)    3737 EAST BROADWAY 

  CONTACT:  RAPHAEL TIXIER    PHOENIX, ARIZONA  85040 

  PHONE:  602‐437‐3737    LAB NUMBER: 27 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 
  ARIZONA:  406, 410, 411, 415, 416, 417, 421, 424, 427,  
    428 

    238, 240, 242, 245, 247, 248, 249    AASHTO:  T 312 

  AASHTO:  T 19, T 88, T 89, T 90, T 96, T 176, T 190,   

    T 216, T248, T 255, T 265   ASPHALTIC CONCRETE MIX DESIGN: 

  ASTM:  D 4546, D 4791    ARIZONA:  802, 806, 815, 832, 833 

   

 PORTLAND CEMENT CONCRETE:   BITUMINOUS MATERIALS: 

  ARIZONA:  314    ARIZONA:  502, 504, 512 

    AASHTO:  T 44, T 48, T 49, T 51, T 53, T 59, T 72 

 BEARING PADS:      T 201, T 202, T 228 

  ALL TESTING AS REQUIRED BY SECTION   

  1013 OF THE ADOT SPECIFICATIONS   

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEERS 

ARMANDO DE LA ROCHA, BRYAN CASTLES, RAPHAEL TIXIER, SATHISH BANDA 

   

 WESTERN TECHNOLOGIES,  INC. (TUCSON)    3480 SOUTH DODGE BLVD. 

  CONTACT:  JON C. HOFFMAN    TUCSON, ARIZONA  85713 

  PHONE:  520‐748‐2262    LAB NUMBER: 9 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236,    ARIZONA:  406, 410, 415, 416, 417, 421, 

    238, 242, 245, 247, 248      424, 427 

  AASHTO:  T 19, T 88, T 89, T 90, T 96, T 176, T 265   

  ASTM:  D 4791   ASPHALTIC CONCRETE MIX DESIGN: 

 PORTLAND CEMENT CONCRETE:    ARIZONA:  802, 806, 815, 832 

  ARIZONA:  314    AASHTO:  T 283 

   

QUALIFIED ASPHALTIC CONCRETE MIX DESIGN ENGINEER 

SATHISH BANDA 

   

WRIGHT ENGINEERS    7400 WEST DETROIT ST. SUITE 170 

  CONTACT:  JEFF BAER    CHANDLER, ARIZONA  85226 

  PHONE:  602‐616‐1031    LAB NUMBER: 125 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 242, 245, 247, 248    ARIZONA:  415 

  AASHTO:  T 19, T 89, T 90, T 176, T 248, T 255, T 265   
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ADOT approved test methods listed herein for materials testing laboratories 
in this directory do not include field sampling and testing procedures.  When 
field sampling and testing procedures are performed, the appropriate valid 
Arizona Technical Testing Institute (ATTI) and/or American Concrete Institute 

(ACI) certification(s) are required.
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CENTRAL MATERIALS TESTING LAB    1221 N. 21ST AVE 

  CONTACT:  DHARMINDER PAL    PHOENIX, AZ. 85009 

  PHONE:  (602) 712‐8041    LAB NUMBER:  1 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 227, 233, 236, 237    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427, 428 

    238, 240, 242, 245, 247, 248    AASHTO:  R47, T166, T209, T245, T269, T283, T287, 

  AASHTO:  R58, T19, T88, T89, T90, T96, T176, T255, T265      T308, T312, T324, T329 

  ASTM:  D4791    ASTM:  D1188 

   

 PORTLAND CEMENT CONCRETE:   ASPHALTIC CONCRETE MIX DESIGN: 

  ARIZONA:  314    ARIZONA:  802, 806, 815, 832, 833 

    AASHTO:  T 283 

 GEOTECHNICAL:   

  ARIZONA:  249, 733, 736   BITUMINOUS MATERIALS: 

  AASHTO:  T190, T216, T236    ARIZONA:  502, 504, 512 

  ASTM:  D4546    AASHTO:  R28, T48, T49, T51, T53, T59, T201, T202, T228

      T240, T301, T313, T314, T 315, T316 

 BEARING PADS:    ASTM:  D 5, D 36, D 4402, D5329, D7405 

  ALL TESTING AS REQUIRED BY SECTION   

  1013 OF THE ADOT SPECIFICATIONS   

   

   

   

CORDES JUNCTION CONSTRUCTION LAB    6989 E 2ND ST. MD833 

  CONTACT:  RICHARD CONNOLLY    PRESCOTT VALLEY, AZ. 86314 

  PHONE:  (928) 632‐5636    LAB NUMBER:  51 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

FLAGSTAFF CONSTRUCTION LAB    5650 N DODGE WAY 

  CONTACT:  JOHN JARAMILLO    FLAGSTAFF, AZ. 86004 

  PHONE:  (928) 774‐3207    LAB NUMBER:  10 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T176, T255, T265   
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FLAGSTAFF REGIONAL LAB    1801 S MILTON RD 

  CONTACT:  JR CORDOVA    FLAGSTAFF, AZ. 86001 

  PHONE:  (928) 779‐7537    LAB NUMBER:  24 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 238, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T96, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314    

   

   

   

   

   

   

   

GLOBE CONSTRUCTION LAB    US 60 MP 253.3 

  CONTACT:  RICHARD FRANCO    GLOBE, AZ. 85501 

  PHONE:  (928) 402‐5622    LAB NUMBER:  39 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   

  ARIZONA:  201, 210, 212, 225, 233, 236, 242, 245,   

    247, 248   

  AASHTO:  T19, T89, T90, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

HOLBROOK CONSTRUCTION LAB    2407 E NAVAJO BLVD 

  CONTACT:  MARK BARBONE    HOLBROOK, AZ. 86025 

  PHONE:  (928) 524‐5480    LAB NUMBER:  6 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 212, 225, 233, 236, 237, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T96, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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KINGMAN CONSTRUCTION LAB    3664 E ANDY DEVINE AVE 

  CONTACT:  THOMAS AHLERS    KINGMAN, AZ. 86401 

  PHONE:  (928) 681‐6055    LAB NUMBER:  2 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T96, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

PAYSON CONSTRUCTION LAB    200 N COLCORD RD. 

  CONTACT:  JACK BARNBY    PAYSON, AZ. 85541 

  PHONE:  (928) 468‐5066    LAB NUMBER:  52 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:   

  ARIZONA:  201, 210, 211, 212, 225, 233, 236,   

    242, 245, 247, 248   

  AASHTO:  T19, T89, T90, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

PHOENIX EAST AREA LAB    1325 N HOBSON ST 

  CONTACT:  ROMAN RODRIGUEZ    GILBERT, AZ  85233 

  PHONE:  (602) 712‐2690    LAB NUMBER:  43 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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PHOENIX REGIONAL LAB    2140 W HILTON AVE 

  CONTACT:  SHANE LITTLE    PHOENIX, AZ. 85009 

  PHONE:  (602) 712‐6573    LAB NUMBER:  48 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T96, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

   

PHOENIX WEST AREA LAB    1001 N BLACK CANYON HWY 

  CONTACT:  TONY MAYA    PHOENIX, AZ. 85009 

  PHONE:  (602) 712‐7863    LAB NUMBER:  13 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 212, 225, 233, 236    ARIZONA:  406, 410, 415, 416, 417, 424, 427 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T176, T248, T255, T265   

   

   

   

   

   

   

   

   

PRESCOTT CONSTRUCTION LAB    1101 E COMMERCE DR 

  CONTACT:  PAUL BERRY    PRESCOTT, AZ. 86305 

  PHONE:  (928) 777‐5902    LAB NUMBER:  4 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T96, T176, T248, T255, T265   

  BITUMINOUS MATERIALS: 

 PORTLAND CEMENT CONCRETE:    ARIZONA:  512 

  ARIZONA:  314    AASHTO:  R28, T240, T313, T315,  
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TUCSON CONSTRUCTION LAB    621 E 22ND ST. 

  CONTACT:  PEDRO GONZALES    TUCSON, AZ. 85713 

  PHONE:  (520) 209‐4561    LAB NUMBER:  19 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248   

  AASHTO:  T19, T89, T90, T96, T176, T248, T255, T265   

   

   

   

   

   

   

   

   

TUCSON REGIONAL LAB    1221 S 2ND AVE 

  CONTACT:  ISAAC CANEZ    TUCSON, AZ. 85713 

  PHONE:  (520) 388‐4274    LAB NUMBER:  18 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 238, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T96, T176, T248, T255, T265   

  BITUMINOUS MATERIALS: 

 PORTLAND CEMENT CONCRETE:    ARIZONA:  502, 504, 512 

  ARIZONA:  314    AASHTO:  T59, T315, 

   

   

   

   

   

   

   

   

WILLCOX CONSTRUCTION LAB    1160 E. MALEY ST. 

  CONTACT:  BRIAN W. JEVAS    WILLCOX, AZ. 85643 

  PHONE:  (520) 384‐3456    LAB NUMBER:  16 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   
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YUMA CONSTRUCTION LAB    2243 E GILA RIDGE RD 

  CONTACT:  BOB SOWDER    YUMA, AZ. 85365 

  PHONE:  (928) 317‐2184    LAB NUMBER:  26 

ADOT APPROVED TEST METHODS 

 SOIL AND AGGREGATE:  BITUMINOUS MIXTURES: 

  ARIZONA:  201, 210, 211, 212, 225, 233, 236, 240    ARIZONA:  406, 410, 415, 416, 417, 421, 424, 427, 428 

    242, 245, 247, 248    AASHTO:  T312 

  AASHTO:  T19, T89, T90, T176, T248, T255, T265   

   

 PORTLAND CEMENT CONCRETE:   

  ARIZONA:  314   

   

   

   

   

   

   

   

   

 


	Directory 05-22-2015.pdf
	ADOT labs 05-22-2015

